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VISALYS® TEMP 

Insert into the patient’s mouth, 
applying slight pressure, within  
1:00 min of starting the mixing.
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max. 1:00 min
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Check the degree of hardness intraorally  
(or use the sample on your hand, see  
step 3). Remove the temporary restoration 
between 1:40 min and 3:00 min after the 
start of mixing.

1:40 – 

3:00 min
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Preparation from approx. 4:00 min  
after the start of mixing.

4:00 min
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Select shade, insert cartridge, 
remove cap, attach new mixing tip.

Before the first application extrude 
and discard a little material, start  
a stopwatch.

Fill from the base upwards, keep the end 
of the mixing tip in the material. Tip: apply 
a pea-sized quantity of material to the 
back of the hand (see step 5).
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